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WOOD FINISHES

DETERMINATION OF THE TENDENCY OF SURFACES TO RETAIN DIRT

The standard establishes a method for assessing the tendency of surfaces to 
retain dirt. The method is suitable both for comparing different finishing systems, 
and as a control test to ensure that a certain level of performance is maintained 
or achieved.
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	Testo42: ECØ V
	Testo43: UNI 9300:2015
	undefined: TEST RESULTS
	Testo155: 4 - Barely perceptible stippling or slight halo visible from one viewing angle only
	Testo1: Test conducted on closed-pore European oak


