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WOOD AND PARQUET FLOORING AND WOOD PANELLING AND CLADDING
DETERMINATION OF THE RESISTANCE TO CHEMICAL AGENTS

This document specifies a test method to determine the resistance of the surface of an 
element of wood flooring, panelling and cladding, to a predetermined list of chemical 
agents they may be exposed to during their service life.
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